
Answer to the Reviewer 2 

Thank you for your comments and many kind advices. I appreciate all 

comments. First author was changed to Watanabe(me). 

Figure 1 and 3  

Thank you for your comments related the reference. Reference [18] [19] 

were inserted in the text.  

Figure 1(b): “Faraday cup” was changed 

Figure 2: Reference was inserted.  

Figure 2; “The damage estimation was obtained by the Stopping and Range 

of Ions in Matter (SRIM) calculation [18]. In this estimation, threshold 

energy for displacement was assumed to be 40 eV.” 

Figure 3; “The damage estimation was also obtained by the SRIM 

calculation.” 

Data related to TDS(Figure4-10) 

These figures were enlarged as possible. (author name was eliminated) 

Higher magnification image (b) is inserted in the figure. And ion beam 

direction and observation direction by TEM are explained in the caption of 

Figure 8.  

“Figure 8. (a) and (b) The dislocation loops formed after 3.2 MeV Ni3+ ion 

irradiation at room temperature. The irradiation dose was 3.0 dpa. Ion 

irradiation and TEM observation were conducted perpendicular to the <C> 

direction.” 

 

 

Thank you again for your comments and reviewing      

Watanabe Hideo  

 

 


