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 REVIEW OF MANUSCRPIT polymers-3105402  
The paper studies the seismic performance of corroded ECC-GFRP spiral confined reinforced 
concrete column. The study combines an illustrative experimental part and a strong 
mathematical background.  
The paper is very well prepared: the abstract is a complete summary, the paper is well 
organized, and the conclusions are clear. The presentation is very clear to people who are not 
experts in the subject.  
I have a few minor remarks for correction and improvement of the manuscript.  
Table 1:  
Please add the abbreviations in the corresponding lines:  
Limestone Powder (LP)  
Silica fume (SF)  
Ground granulated blast furnace slag (GGBFS)  
Please specify if GGBFS and silica sand are dry or humid.  
If the materials are dry, then W*/(LP+SF+GGBFS+Cement)=0.303  
If the two mentioned materials are humid, then W* is the sum of the fresh water and the 
kg/m3 of humidity.  

Please clarify the above.  


